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Client’s Identification: 
Lot No/Style: Anzio. Date of Mfg.: 2022. Composition: 100% Polyester with clear acrylic coating. Weight: 220 gsm. Thickness: 
40mm. Product End Use: Roller Shades. Additional Information: Testing how much Antimony Trioxide is present is it less than 
1,000 ppm (0.1%)  

 
                                 Test Performed at SGS North America, Inc. Fairfield Branch                                    Report No. 4987992-CH01-SD 
 
Acid digestion -Analysis performed by ICP-OES / ICP-MS, and the test results is calculated by elemental antimony to 
the worst-case scenario-Flame Retardants (US and Canada)- specified to general consumer products-Total Antimony 
 
1. Flame Retardants (US and Canada) – Specified to General Consumer Products 
 
    a) Antimony Trioxide 
 
Test Method: Acid digestion. Analysis was performed by ICP-OES / ICP-MS. 
 

Flame Retardants Results (mg/kg) Detection Limit 
(mg/kg) 

Reference Limit 
(mg/kg) 1 

Antimony Trioxide# 157 50 1000 
Conclusion PASS -- -- 

 
 
Sample Description: 
 

1. Anzio (White Textile Panel) 
 
Note: ND = Not detected 

NA = Not applicable 
 *  = Exceeds the limit 

#= The test result is calculated by elemental antimony to the worst-case scenario. 
 
 
Remark: The limit is referenced in the consideration of below requirements. 
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State / 

Country Act/Regulation Scope Flame Retardant Requirement 

Canada Canada Consumer Product 
Safety Act (S.C. 2010, c. 21) 

Schedule 2, Item 10 
(CCPSA) 

Products made in 
whole or in part 
of textile fibres 

TDBPP/Tris Prohibited 

California Superior Court of the State of 
California Case No. RG-

13667688 and RG-13673710. 

PU Foam TDCPP, TCEP, TCPP, TBB, 
TBPH, TPP, Penta-BDE, 

Octa-BDE, Deca-BDE, V6, 
MDPP, DBPP, TBPP 

Prohibited 
≤ 25 ppm 

(each) 

California Proposition 65 list 
(cancer type toxicity) 

-- TMP Prohibited 
 

US US Congress S.2811 ‘Children 
and Fire Fighters Protection Act 

of 2014’ (not effective) 
 

Children’s 
Products, 

Upholstered 
Furniture 

Antimony Trioxide, TBPH, 
SCCP, Deca-BDE, TBB, 

HBCD, TBBPA, TCEP, TCPP, 
TDCPP 

≤ 1000 ppm 
(each) 

 
Sample Photo(s):     
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CERTIFICATION: I certify that the above results were obtained after testing specimens in accordance with the 
procedures and equipment specified above. 
 
 
 
 
___________________________ 
AUTHORIZED SIGNATURE 
SGS North America  
FF /jab /dv 
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